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C
olloidal quantum dot light-emitting
diodes (QLEDs) have recently re-
ceived considerable attention for

next-generation lighting anddisplay systems
due to their narrow emission line width,1�4

high brightness,5,6 color tunability,7,8 and
cost-effective fabrication techniques.9�13

The strong quantum confinement effect in
semiconductor nanocrystals allows one to
engineer their emission color across the full
visible spectrum just by changing their size
in simple colloidal synthesis methods, realiz-
ing full color, single-material LEDs. Rapid pro-
gress has been made in QLEDs' performance
during their two decades of development.14

Now, QLEDs are emerging as an undeniable
competitor to organic light-emitting diodes
(OLEDs) for lighting and display appli-
cations.15,16 QLEDs, typically using a QD film
thickness of less than 100 nanometers, are
very thin, making them virtually transparent
and flexible, the key elements that OLEDs
have successfully demonstrated for future

information displays.17,18 However, chal-
lenges remain in the development of flex-
ible QLEDs due to the specific requirements
of electrodes and flexible substrates for
device fabrication and operation. Indium
tin oxide (ITO) is still the main electrode
material for flexible and nonflexible
QLEDs,19,20 but its brittle nature17 is not quite
suitable for flexible optoelectronic devices.
QLED fabrication involves multiple steps of
solution-processed techniques with various
chemicals and high-temperature annealing,
therefore limiting the device architecture
designs and the choices of suitable flexible
plastic substrates. For example, aqueous
polyethylene dioxythiophene:polystyrene-
sulfonate (PEDOT:PSS), which is widely used
as a buffer layer for QLED fabrication, is
generally annealed at ∼150 �C, to remove
solvents and functionalize this charge in-
jection layer.21,22 Such high-temperature an-
nealing usually causes the destruction or
distortion of flexible substrates. In addition,
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ABSTRACT Flexible information displays are key elements in future optoelec-

tronic devices. Quantum dot light-emitting diodes (QLEDs) with advantages in color

quality, stability, and cost-effectiveness are emerging as a candidate for single-

material, full color light sources. Despite the recent advances in QLED technology,

making high-performance flexible QLEDs still remains a big challenge due to limited

choices of proper materials and device architectures as well as poor mechanical

stability. Here, we show highly efficient, large-area QLED tapes emitting in red,

green, and blue (RGB) colors with top-emitting design and polyimide tapes as

flexible substrates. The brightness and quantum efficiency are 20 000 cd/m2 and

4.03%, respectively, the highest values reported for flexible QLEDs. Besides the excellent electroluminescence performance, these QLED films are highly flexible

and mechanically robust to use as electrically driven light-emitting stickers by placing on or removing from any curved surface, facilitating versatile LED

applications. Our QLED tapes present a step toward practical quantum dot based platforms for high-performance flexible displays and solid-state lighting.
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only a few types of plastic such as poly(ethylene-
terephthalate) (PET) can be used as flexible substrates
because common solvents, e.g., toluene, often damage
organic substrates. Relaxing these requirements to
achieve flexible QLEDs results in greatly limited device
performance.
Here, we report flexible top-emitting QLED tapes

employing inverted device architecture with Kapton
polyimide as the substrate and metallic thin films (Al,
Ag) as the electrodes. Highly flexible Kapton polyimide
films are stable against many organic solvents and
can withstand relatively high temperatures (∼260 �C),
which allowed us to optimize them for the best device
performance. Such highly flexible top-emittingQLED films
demonstrate maximum brightness and efficiency values
of 20000 cd m�2 and 4.03%, which are the highest
performance values for flexible QLEDs reported to date.
Bycontrolling thequantumdot (QD) emissionwavelength
duringcolloidal synthesis,weachievedflexibleQLEDtapes
with very high performance in all three colors: red, green,
and blue (RGB). As an additional advantage of the Kapton
tape (optionally one sidewith adhesive) and themechani-
cally robust structure, our QLED films can be easily placed
on (and removed from) essentially any three-dimensional
surface, evenwithavery largeactiveareaof2cm� 2.5cm,
the largest flexible QLED. The uses are akin to QLED
stickers. These results demonstrate a practical route to-
ward flexible QLEDs for information display applications.

RESULTS AND DISCUSSION

The top-emitting device architecture was demon-
strated in inorganic and organic LEDs with advantages

of enhanced aperture ratio of display.23 We first em-
ployed this architecture to design our flexible QLED
films, as top-emitting LEDs are of increasing interest
since the light outcoupling from the top allows LED
devices on opaque substrates, which is quite useful for
many applications such as high-resolution active ma-
trix (AM) displays.24,25 The corresponding structure of
our QLED films comprises a multilayer thin film archi-
tecture of Kapton tape/Al/ZnO nanoparticles (NPs)/
QDs/2,20,200-tris(N-carbazolyl)triphenylamine (TCTA)/
MoO3/Ag, as shown in Figure 1a. The thickness of the
Ag layer (anode) on top of the device was optimized at
18 nm to balance between conductivity and transmis-
sibility for the best device performance. The CdSe/ZnS
core�shell-structured QDs, prepared by a one-pot
synthesis method,3 were used as the emissive layer.
The ZnO nanoparticle film serving as the electron
transport layer (ETL) was spin-casted from ZnO nano-
particles in butanol solution. Note that, although the
high-quality ZnO nanoparticle films deposited on ITO
have been achieved before, the present case is quite
different with the ZnO nanoparticle film on Al. Because
of the obvious distinction in their surface properties
such as surface energy and hydrophobic/hydrophilic
nature,26 ZnO nanoparticle films form multiple small
cracks and some large broken areas on Al (Supporting
Information Figure S1). In our work, we achieved uni-
form ZnO nanoparticle films by the modification of the
surface properties of ZnO NPs. The ZnO NPs employed
here were prepared with an approach modified from
that previously reported by a solution-precipitation pro-
cess.9 The surface ligands of the ZnONPswere removed

Figure 1. (a) Schematic of the QLED film configuration (from the bottom to the top): Kapton tape/Al/ZnO NPs/QDs/TCTA/
MoO3/Ag. The CdSe/ZnS QD and ZnO NP layers were deposited by the spin-casting method, and other layers were deposited by
thermal evaporation. (b) AFM image of spin-coated ZnO nanoparticle ETL formed on the Kapton tape/Al surface. (c) Energy level
diagramof theQLEDfilm. (d) Photographic imageof a large-areaQLEDtapeplacedonaflexibleplastic substrate (20mm� 25mm).
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by adding excess precipitant solvent (hexane/ethanol),
and then the resulting white precipitant was dispersed
into butanol. As shown in Figure 1b, the surface rough-
ness (RMS) of the film made from a ZnO nanoparticle
butanol solution is only 3.6 nm, about the size of ZnO
nanoparticles and the RMS of Kapton tape (Supporting
Information Figure S2), indicating excellent surface
smoothness. The schematic energy level diagram of
the device depicted in Figure 1c shows that the elec-
trons can easily be injected from the Al to the QD layer
via the conduction band of the ZnO nanoparticle layer.
However, the case is different for the hole injection.27�29

For n-doped MoO3, owing to the deep lying electronic
states of MoO3, the hole injection from anode to the
organic semiconductor (TCTA) results from carrier break-
through from theMoO3/TCTA junction. The electrons are
extracted from the highest occupied molecular orbital
(HOMO) level of TCTA through the conduction band of
MoO3. Figure 1d displays bright, uniform, and saturated
green QD emission from our flexible QLED film with a
surface area of 2 cm� 2.5 cm, which is the largest area
reported for flexible QLEDs so far. The uniform size of
QDs and ZnO nanoparticles and no bubbles in the
Kapton tape substrate in the device fabrication process
are required for obtaining such large-area flexible
devices.
Figure 2a presents the electroluminescence (EL)

spectrum of our typical green QLED tapes. The pure
QD emission at a peak wavelength of ∼508 nm with a
full width at half-maximum (fwhm) of 34 nm illustrates
the highly efficient recombination of electrons and
holes in the QD emissive layer. The peak wavelength
is red-shifted (∼6 nm) from the QD solution's

photoluminescence (PL) resulting from a combination
of finite dot-to-dot interactions in close-packed solid
films and the electric-field-induced Stark effect. The
typical current density and luminance curves as a
function of applied voltage for the unpackaged QLED
films are shown in Figure 2b. The maximum luminance
reaches 12 300 cd/m2, and the turn-on voltage (VT) of
3.5 V is relatively low, suggesting a small barrier height
for the charge injection into the QDs. In addition, the
external quantumefficiency�current efficiency�current
density (EQE�CE�J) characteristics of the QLED film
exhibit high device efficiency, with a maximum EQE of
2.44% and CE of 6.61 cd/A (Figure 2c). The ZnO nano-
particles as ETLs in the inverted QLEDs help to neu-
tralize QDs, i.e., turning dark (charged) QDs to bright
(neutral) QDs, and, therefore, improve the device
performance.1 But like other metal oxides, ZnO also
quenches the quantum yield of QDs due to an ultrafast
nonradiative process that depends on the proximity of
emitters to the interface. The two opposite effects
imply that the device performance is strongly depen-
dent on the thickness of the QD and ZnO nanoparticle
layers.9 Figure 2d and e show the turn-on voltage VT
and maximum EQE as a function of the QD and ZnO
nanoparticle layer thickness for the QLED tapes. With
the ZnO layer fixed at ∼38 nm, the lowest VT of 3.5 V
and themaximum EQE of 2.44% can be achievedwhen
the device has a 19 nm thick QD layer (Figure 2d),
which is equivalent to three QDmonolayers. This result
is consistent with the previous reports that a few
monolayers of QDs are needed for efficient recombi-
nation of electrons and holes to provide exciton for-
mation in the QDs.15 For a 19 nm thick QD layer,

Figure 2. (a) Normalized PL and EL spectra of QDs and a typical QLED tape at an applied voltage of 6 V. (b) Current density
and peak luminance of the QLED films as a function of bias voltage. (c) External quantum efficiency (EQE) and current
efficiency (CE) of the QLED tapes as a function of current density. (d) Turn-on voltage (VT) and maximum EQE vs QD layer
thickness (ZnO nanoparticle layer thickness of 38 nm). The turn-on voltage is defined as the voltage at which the luminance
is 1 cdm�2. (e) VT andmaximumEQE vsZnOnanoparticle layer thickness (QD layer thickness of 19 nm). (f) VT andmaximumEQE
vs ZnO nanoparticle layer annealing temperature (thickness of QD and ZnO nanoparticle layers is 19 and 38 nm, respectively).
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increasing the ZnO layer thickness from 20 nm to
60 nm resulted in a continuous increase of VT from
3.3 V to 5.3 V, while the highest EQE value is achieved
when theZnO thickness is 38 nm (Figure 2e). This implies
that a finite voltage is needed across the ZnO layer,
making the efficiency of the device with a thicker ZnO
nanoparticle layer dramatically decrease. In addition to
the above factors, we found that the annealing treat-
ment of the ZnO nanoparticle film to reduce the defects
can also improve the device performance significantly.
As shown in Figure 2f, for a QLED tapewith a 19 nm thick
QD layer and a 38 nm thick ZnO nanoparticle layer,
increasing the ZnO annealing temperature from 90 �C to
180 �C, decreases theVT steadily until 150 �Cand the EQE
increases to themaximum level of 2.44% at 150 �C. After
that, the EQE and VT are almost unchangedwith increas-
ing annealing temperature. We believe that this is
enabled by enhancing the electron transport in ZnO
nanoparticle films, which is associated with the reduc-
tion in defect concentration of ZnO nanoparticles.
To further confirm the effect of defects in ZnO nano-

particles in the device's EL performance, we compared
the PL intensity of ZnO nanoparticle films annealed at
different temperatures with an excitation source of
300nmwavelength. As shown in Figure 3, the PL spectra
of ZnO nanoparticles consist of a sharp UV emission

band and a broad green emission band peaking at
550 nm. The narrow UV emission is attributed to the
radiative annihilation of excitons,30 while the broad
visible emission is associated with defects in ZnO
nanoparticles.31 The origin of defect emission has been
the subject of ongoing debate, and thewidely accepted
theory is that they are caused by the oxygen vacancies
or zinc interstitials.32,33 In addition, it can be noted that
the PL intensities of the broad green emission band
dramatically decrease with the annealing temperature
increasing from 90 �C to 150 �C. Beyond 150 �C, there is
no obvious green emission observed from ZnO. In
contrast, the UV emission intensities vary only slightly,
suggesting that the total defect concentration in ZnO is
significantly decreased with increasing annealing tem-
perature. Combined with the observed EQE and VT
trends in the case of QLED films, these results show a
good correlation between the device EL performance
and defect concentration in ZnO nanoparticles. The
significant reduction in the defect concentration and
increase in the crystal quality of ZnO nanoparticles
improve the electron transport due to the decrease in
defect-trapped electrons in ZnO (Supporting Informa-
tion Figure S3), resulting in enhanced EL intensity. It
should be noted that the annealing temperature of
150 �C is too high for most flexible substrates, which
may limit the QLED device performance to a great
extent, while this is fine for Kapton polyimide films.
The thin Ag layer (∼18 nm) serves as a semitrans-

parent anode in our top-emitting QLED tapes, and an
organic capping (OC) layer on top of the Ag layer
could modify the device's optical structure as the
change of interference effects within the device.34

The OC layer has been demonstrated to improve the
outcoupling efficiency of the top-emitting OLED.35

Here, we deposited a tris-8-hydroxyquinoline alumi-
num (Alq3) film as a capping layer above the top
contact. Figure 4 shows the performance of the
device with the OC layer as measured in the vertical
direction. We improved the device performance sig-
nificantly just by adding the optical outcoupling Alq3

Figure 3. Room-temperaturePL spectra for ZnOnanoparticle
films annealed at different temperatures from 90 to 180 �C.

Figure 4. (a) Current density and luminance ofQLED tape as a functionof applied voltage. (b) External quantumefficiency and
current efficiency of QLED tape as a function of current density.

A
RTIC

LE



YANG ET AL . VOL. 8 ’ NO. 8 ’ 8224–8231 ’ 2014

www.acsnano.org

8228

layer with a film thickness of 40 nm. The maximum
brightness reaches 20 000 cd/m2 (Figure 4a), and an
EQE level of 4.03% and a current efficiency value of
10.9 cd/A can be achieved at a current density of
26.6 mA/cm2 (Figure 4b). The thin OC layer improves
the efficiency and the brightness of our flexible QLED
film by 165% and 162%, respectively.
Using our optimized structure with multicolored

quantum dots, we obtained RGB-emitting QLED tapes.
Figure 5a presents the normalized EL spectra of these
QLED films with three different peak emission wave-
lengths (470, 551, and 630 nm) at the applied voltage
of 6 V. It can be observed that all the EL spectra are
saturatedwith QD emission and are slightly red-shifted
(5�6 nm) from the corresponding PL spectra of QD
solutions. The fwhm is 33, 37, and 37 nm for the re-
spective RGB colors. The inset shows photographic
images of the three operating devices, which display
nearly saturated color emission. As shown by the
Commission Internationale de Eclairage (CIE) chroma-
ticity diagram in Figure 5b, these QLED films cover a
larger area than a high-definition television (HDTV)
standard color triangle.15 The luminance and EQE as
a function of the current density for the optimized
QLED films are shown in Figure 5c andd. Themaximum
luminance and EQE values of 2600 cd m�2 and 1.40%
for the blue emission (peak at 470 nm), 15 600 cd m�2

and 3.09% for the yellowish green emission (at
551 nm), and 8200 cd m�2 and 3.46% for the red
emission (at 630 nm) were achieved. Table 1 sum-
marizes the detailed performance parameters of our
RGB QLED tapes. The maximum luminance and effi-
ciency are the highest values reported to date for
correspondingly colored flexible QLEDs. Nevertheless,
it still can be expected that further optimization such as
improving the quantum yields of QD films would
realize better device performances.
In addition to the optoelectrical high performance,

the distinct advantages of our top-emittingQLED tapes
over previous flexible QLEDs are their highly flexible
and mechanically robust structure. With the use of
Kapton tape, our QLED stickers are easily placed on or
removed from almost any three-dimensional surface,
which facilitates the versatile use of our QLED platform.

Figure 5. (a) Normalized EL spectra ofQLEDfilmswith peak emissionwavelengths of 470 nm (blue), 551 nm (yellowishgreen),
and 630 nm (red). Inset: Photographic images of the RGB QLED tapes. (b) CIE coordinates of the three devices together with
the HDTV color standards. (c) Luminance of our RGB QLED films as a function of applied voltage. (d) External quantum
efficiency of QLED tapes as a function of current density.

TABLE 1. Summary of theOptical and Electrical Properties

of QDs and QLED Tapes

color of QLED

PL λmax

(nm)

EL λmax

(nm)

fwhm

(nm)

VT

(V)

EQEmax

(%) Lmax (cd/m
2)

CIE index

(x, y)

blue 465 470 37 3.9 1.40 2600 0.135, 0.103
green 502 508 34 3 4.03 20 000 0.086, 0.643
yellowish-green 545 551 37 2.5 3.09 15 600 0.335, 0.631
red 624 630 33 2 3.46 8200 0.682, 0.315
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As shown in Figure 6a�d, the green-emitting QLED
tape, stuck on a mascot, works very well with high
brightness under room light or dark conditions.
Furthermore, the operating QLED film can be bent
arbitrarily and is free of cracks and dark spots even
under almost completely folded bending. As shown in
Figure 6e,f, the working QLED tape is placed and bent
around a very thin steel plate. Its brightness and
uniformity do not show any degradation. The excellent
mechanical robustness of our QLED tapes allows us to
use them as light-emitting stickers, i.e., a luminescent
sticker for three-dimensional surfaces. Its robustness
is further confirmed by the device bending test
(Supporting Information Figure S4), The brightness
remains at 90% after being bent 300 times on a
4 mm diameter rod, whereas with bending on a
12mmdiameter rod there is almost no obvious change
in the brightness even after repeating 500 times.

CONCLUSION

In conclusion, we have demonstrated highly flexible,
large-area, full-color, top-emitting QLED tapes with
record high efficiency in flexible QLEDs. These superior
performances were achieved by the efficient design of
a top-emitting device architecture with the proper
choice of Kapton tape as the flexible substrate, the
surface modification of ZnO nanoparticles for an effi-
cient electron-transporting layer, and the deposition of
an Alq3 capping layer as an outcoupling element.
These large-area, ITO-free QLED films also show ex-
cellent mechanical robustness and can be used as
electrically driven light-emitting stickers on any
three-dimensional surface, which enables the exten-
sive and versatile use of LEDs. Our results illustrate a
further step toward the practical application of flexible
QLEDs in optoelectronic devices including flexible, full-
color information displays and surface lighting.

METHODS
Materials. Cadmiumoxide (CdO; 99.99þ%, Aldrich), zinc acet-

ate (Zn(Acet)2; 99.99%, Aldrich), oleic acid (OA; 90%, Aldrich),
1-octadecene (1-ODE; 90%, Aldrich), tri-n-octylphosphine

(TOP, 90%, Aldrich), selenium (Se; 99.99%, Aldrich), sulfur

(S; 99.5þ%, Sigma-Aldrich), fluorescein-27 (90þ%, Sigma),

dimethyl sulfoxide (DMSO; 99.98%, Fisher Scientific UK Limited),
tetramethylammonium hydroxide pentahydrate (97%, Sigma),

Figure 6. Photographic images of a QLED tapewith a pixel size of 3mm� 3mmplaced on different nonplanar surfaces. (a, b)
“Off” and “On” device placed on amascot in a bright room, respectively. (c, d) “Off” and “On” device placed on themascot in a
dark room, respectively. (e, f) “Off” and “On” device placed on a thin steel plate under room light, respectively.
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methanol (AR), ethanol (AR), butanol (AR), hexane (AR), acetone
(AR), and toluene (AR) were used as received without further
purification. The TCTA, Alq3, and MoO3 used for device fabrica-
tion were purchased from Luminescence Technology Corp.
Kapton tape substrate was purchased from Dakin Engineering
Pte Ltd.

Synthesis of Multicolored QDs and ZnO Nanoparticles. Green- and
blue-emitting CdSe/ZnS QDs with chemical composition gra-
dients were prepared using a one-pot synthesis method,3 and
the red-emitting CdSe/CdS/ZnS core�shell-structured QDs
were prepared by the multiple injection method according to
the same literature. For a typical preparation of green-emitting
QDs, 0.1 mmol of cadmium oxide, 4 mmol of zinc acetate,
and 5 mL of oleic acid were loaded in a 50 mL three-neck flask
and heated to 150 �C under vacuum to form cadmium oleate
(Cd(OA)2) and zinc oleate (Zn(OA)2). Then 20 mL of 1-octade-
cene was added to the reaction flask, and the reactor was then
filled with nitrogen and heated to 300 �C. At the elevated
temperature, 1.6 mL of tri-n-octylphosphine with 0.15 mmol
of selenium and 4 mmol of sulfur was injected into the flask
swiftly, and the reaction mixture was maintained at 300 �C for
10 min for the QD growth. To purify the synthesized QDs, the
reaction mixture was cooled to room temperature, and the QDs
were extracted by the addition of acetone and methanol,
followed by centrifugation. The as-prepared QDs were readily
dispersed in toluene. The purified QDs with an average particle
size of∼7 nmwere measured to give a quantum yield of∼60%
in toluene by comparing the fluorescence intensities with a
standard reference dye, fluorescein-27.

ZnO nanoparticles with a typical mean diameter of 3�4 nm
were synthesized based on a solution-precipitation process.9

For a typical synthesis, zinc acetate in DMSO (0.1 M, 20 mL) and
tetramethylammonium hydroxide in ethanol (0.55 M, 20 mL)
were mixed and stirred for 1 h in ambient air, then washed at
least four timeswith excess precipitant solvents such as hexane/
ethanol (1:4 by volume), and then the as-prepared white
precipitant was dispersed in butanol at a concentration of
∼25 mg mL�1.

Fabrication of QLED Devices. The Kapton tape was wiped by
cotton tips with DI-water and acetone first, and the Al cathode
(190 nm) was then deposited on top. The ZnO nanoparticle
layer was then spin-coated on the Al cathode deposited Kapton
tape from a ZnO butanol solution at 500�6000 rpm for 60 s and
annealed at 150 �C for 30 min in a nitrogen glovebox. Next, the
QD layer was deposited on the ZnO NPs layer by spin-coating
the QD dispersion (QDs were dispersed in toluene at 15mg/mL)
at a rate of 1000�6000 rpm for 60 s and cured at 90 �C for
30 min. After that, the TCTA (60 nm), MoO3 (10 nm), and Ag
(18 nm) layers were thermally deposited under a base pressure
of ∼2 � 10�4 Pa.

Instrumentation. The EL spectra of the flexible QLED films
were measured using a Photo Research PR705 Spectra Scan
spectrometer, while the luminance�current�voltage charac-
teristics of the devices were measured simultaneously with a
programmable Yokogawa GS610 source meter and a Konica
Minolta LS-110 luminance meter in air at room temperature.
Atomic force microscopy (Cypher AFM, Asylum Research) was
used to characterize the mophology of the ZnO nanoparticle
films. The PL spectra were recorded using a Shimadzu RF-5301PC
spectrofluorophotometer equipped with a 150 W xenon lamp
as the excitation source. A four-point probe instrument (CMT-
SR2000N) was employed tomeasure the conductivity of the ZnO
nanoparticle films. All measurements were carried out at room
temperature under ambient conditions.
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